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WEHS/ Report No....c.ccvverviiiiciee, . WTH25H05137672C
FEFETT/ Applicant ..., LRI s PR A ]
SHENZHEN MUP INDUSTRIAL CO.,LTD
HIHE/ Address ..., DY A X A B AR R R T 7

No.7 Lingwu industrial Road, Junzibu Community, Guanlan
street, Longhua district, Shenzhen,China

FERBHRI Sample Name ..., © I/ Plastic
FESE AR/ Sample Material ............co.......... . LCP
B E R/ Test Requested ..o . BJE IEC61249-2-21, KrlllREm s iIG(Cl). WEBHIHEE. |

Determine the Chlorine(Cl), Bromine(Br) content in the sample
with reference to IEC61249-2-21.

KM 458/ Test Conclusion .....eveeeveen.. . Ak PASS

k&30 B 8/ Date of Receipt sample..... : 2025-05-28

Kol B B3/ Testing period ......cocccceeennn. : 2025-05-28 ~ 2025-06-03

45 HHA/ Date of Issue.....ccovveveeeeiiee, . 2025-06-06

Bl ZE R Test Result.....cccovvvccieicce © WL R 7/ Refer to next page (s)

w4 #14E/ Prepared By:
YT IR AL I 5 AR BR A 7]
Waltek Testing Group HCT (Shenzhen) Co., Ltd.

Hohk: AR VRIITT 2 B X e b B B AR AL X OSR B 30-9 5 1 2. 2 )2, 3 )3 (CRIEELLE B #:) 55)
Address: Building B, Tianji Industrial Park,Floor 1&2&3 No0.30-9 Laiyin Road, Xinsheng Community, Longgang
Street, Longgang District,Shenzhen,Guangdong,China
i/ Tel:+86-755-84616666/400-0066-989 i #6/ E-mail:service@hct-test.com

BRYNTT IR UL R A I B AR AT BR 22 7
G ESEIN
Signed for and o

Waltek Testing @ré
Ltd.

RYITT IR AT R AG M R G PR A 5] Waltek Testing Group HCT (Shenzhen) Co., Ltd.
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.45 %% 5/ Report No.: WTH25H05137672C

K45 B/ Test Result(s):

K 7 v 3% Test Method/Equipment: EN 14582:2016; IC

®

H® G

R XA T5 A R R FR{E
Test Item(s) Unit MDL Result(s) Limit
4 Chlorine(Cl) mglkg 50 ND 900
% Bromine(Br) mg/kg 50 ND 900
S+ Total(Cl+Br) mg/kg — ND 1500
#¥¥/ Note:
mg/kg (Z7 /T 7)) = ppm (H /5% 2) mg/kg (milligram per kilogram) = ppm (parts per million)
ND=f& 1/ ND=Not Detected
MDL=Method Detection Limit
258N ND Rt NS A5 . / Results shown as ND are ignored in the sum calculation.
¥R/ Sample Description:
F% | HCT#5 ID Rl = iR B /
No. | HCT Sample ID Test Part Description Note S&(\&j
1 | WTH25H05137672C~7674C.1 1| BEsR Black plastic grain . 3
%7/ Note:
=S Rk Ml AL i /e=Actual tested sample nn
v Inspectic
g
KM FRFERE/ Test Flow Chart: \
S o HUK,
B —— B R s e
iR Q: 1CH#T Q: EREZ|%

FEINTTIRERL AR B ARG PR A 7 Waltek Testing Group HCT (Shenzhen) Co., Ltd.
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.45 %% 5/ Report No.: WTH25H05137672C

Sample Preparation

Weighing sample

\Z

|

Oxygen filling, ignition,
collection of combustion
products

4

Data

IC Analysis Q:

|

Make up to mark

¥ % P B/ The photo of the sample

0S5 09 0L 08 06 ()Q)

WTH25H05137672C~7674C.1

FEINTTIRERL AR B ARG PR A 7 Waltek Testing Group HCT (Shenzhen) Co., Ltd.
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.45 %% 5/ Report No.: WTH25H05137672C

& PSR R (R BIRES)/ Client’s reference photo(Non-tested sample)

7 B/ Statement:

1.

R/ S v 1 FNEE IR R oV g8

This report is considered invalid without approved signature and special seal.

AR Sk, FEARIRE G S BRI, TAET RO L4157, HCT RAIZSEH Sk,

The Applicant name and Address, the sample(s) and sample information was/were provided by the applicant
who should be responsible for the authenticity which HCT hasn'’t verified.

AR R (Z58) AU 2 FE A7 5T .

The result(s)(conclusion) shown in this report refer(s) only to the sample(s) tested.

ARG HCT Bl FEE, AFE2 B Hl AR .

Without written approval of HCT, this report can’t be reproduced except in full.

7o CMA bt &5 RAH T2 P RMIF. 2. W E Sl P~ aitRE R, (NS %,

The result(s) in no CMA logo report shall only be used for client’s scientific research, teaching, internal quality
control, product research and development, etc..and just for internal reference.

A CNAS bty 1) “n” ARZATIIT H £ A HiE CNAS AHT .

The “n” in CNAS logo report means that the test item(s) was (were) currently not applying for CNAS
accreditation.

AR A A FH R 5 AR -

Decision rules used in this report:

(1)422 AT U S SR 1 Py L v o R 1D 41 o R0 5

(2) a0 A SR B (R3320 H A e e U i, 4% (CNAS-GLO15 i 5E BN FIFF &t A5 e R ) 6.2.1
8] B2 52 (W=0) f¥) — 7640 5 L«

B (e 52)--MASE AL T A VEIX (8] AR

B (R L) -- MR EAL T 2 VF X TE] LA

FEINTTIRERL AR B ARG PR A 7 Waltek Testing Group HCT (Shenzhen) Co., Ltd.
http://www.hct-test.com 4/5 HCT/RF-23-19
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.45 %% 5/ Report No.: WTH25H05137672C

(1)According to the Decision rules in the regulations/standards listed in the Test Requested;
(2)If there is no Decision rules specified in the regulations listed in the Test Requested, then according to
CNAS-GLO015 Guidelines on Decision Rules and Statements of Conformity, 6.2.1, Simple Acceptance (w=0) of
The binary Decision rule:
PASS (Accepted) - The measured value is within the tolerance interval.
FAIL (Rejected) - The measured value is outside the tolerance interval.

======H{ 745/ End of Report ======
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